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INSPECTION AND TEST RESULTS

MILL’S TEST CERTIFICATE
 ( ACC. TO  EN 10204 / 3.1  )

Yücel Boru ve Profil Endüstrisi A.Ş.
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38x4 6 7319002991 CHS S235JRH 361 256  38 - 0,062 0,018 0,285 0,012 0,009 0,041 0,037 0,007 0,001 0,052 0,063 0,001 0,001 0,004 0,125 OK HR - - - 19110680 TS EN 10219-1:2006


